
2.88-/6 4

1961307-R8 SEMS



Geochemical
Lab Report

Bondar-Ow. Inc.
12980 \\esi Cedar Dr.

lakoood. Colorado 8BZ28
*

BONOAR CLEGG



(ieochemicaJ
I .ah Report

Bondaf-t k-ffi. lac.
12980 Wsi Cedar Dr. 
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BONDAR CLEGG

REPORT! 098-1230 ( COMPLETE ) REFERENCE IMFOJ NONE LISTED

client: brohm mining corp. 
project: .none listed

SUBMITTED BY I J. BARRON 
DATE PRINTED: 19-0CT-88

NUHBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 9 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 9 2 -150 9 Assay Free 9
Sswle Pickue 1

remarks: final RESULTS are REPORTED.

REPORT COPIES TO! MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON
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SW1PLE ELEMENT Au
NUKKR UNITS DPI

02 R88-46^-0-5 0.008
K K88-466-5-10 0.005
02 R88-446-10-15 0.005
1)2 R88-466-15-20 0.005
02 R88-466-20-25 0.007

02 R88-464-25-30 0.004
02 R88-466-30-35 0.009
02 R88-466-35-40 0.003
02 R8B-466-40-45 <0.002
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Bondar-Clegg. Inc.
12980 Wst Cedar Dr. 

Lakewood, Colorado 80228 
(303)989-1404

BROHM MINING CORP. 
MR, JIM BARRON 
P.0. BOX 485 
PEA0W00Di SD 
57732

Invoice 1303?» Page 1

Date : 25-0CT-88

Report No5 
Project : 
Ref e rcnce:

098-1230 
NONE LISTED 
NONE LISTED

wv9 Analyses of Gold 
Subtotal

at $ 6.50 *
$

58.50
58.50 * 58.50

Sample Preparation
9 Samples of Assay Prep 
1 Sample of Sample Pickup 

Subtotal

at t 3.00 $ 27.00
at $12.00 $ 12.00

$ 39.00 $ 39.00

Miscellaneous Charges
47. S.D. STATE SALES TAX 
2% DEADUOOD CITY SALES TAX 

Subtotal

* 3.20
% 0.60
$ 1.80 % 1.80

Invoice Totalt % 99.30 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED



"TITLE 19-10-88 12:16:28 098-1230 J. BARRON 
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED ^SAMPLES: 9 REFERENCE:
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 9 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D DRILL CORE
" 41 P17= 9 Assay Prep II
" 42 P23 =
"REMARKS"

1 Sample Pickup II

" 50 FINAL
ll * W W * n

RESULTS ARE REPORTED.

"FORMAT (A 8 .IX. A1,A1 ,1X,A20,1(1X,A7,A1))"
"BEGIN " "Type" "Frac" "Sample ID" " Au
"12300001" " D " n g m "R88 — 466 — 0-5 0.0 0-8
"12300004" " D " m ^ ■' "R88—466—5—10 0.005
"12300005" " D " H 2 "R88-466—10—15 0.005
"12300006" " D " "2" "R88—466-15-20 0.005
"12300007" n D m " 2 " "R88—466—20—25 0.007
"12300008" " o " ii 2 •• "R88—466-25-30 0.004
"12300009" "D" H 2 " "R88-466-30—35 0.009
"12300010" " D " "2" "R88-466-35-40 0.003
"12300011" " D " ii 2 •• "R88—466—40-45 -0.002
"END"

03/10/88"
It

NONE LISTED



Contractor. 

Drill Type _ 

Hole Size _

fiJx/622-oJo •2&&SV.O*
Coordinates.4tf£ ■£*{ Project & ' <■' && er

/ tfCasing Depth___ f° to State __________

Bearing___I____ Inclination ______  Date Started
itCollar Elev. 7- V Final Deoth j(O to Date Completed. V&«

Hole No (2£&-'/(trio

Sheet /of / 

Property /ore- 7~

Hole Surveyed
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